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Resumo



Este trabalho faz o estudo de algumas formulações elastoméricas, visando substituir

alguns compostos bastante utilizados, os quais são o óleo de processo, as cargas e o óxido

de zinco, utilizando componentes de fontes renováveis tais como soja, trigo e cana-deaçúcar. Estas matérias primas, proveniente de fontes naturais, foram respectivamente óleo

de soja que atua como plastificante, carga de enchimento derivada de cereais em

substituição ao CaCO₃ (composto inerte) e por fim, o carboxilato de zinco, proveniente da

cana-de-açúcar e que substitui o ZnO e o ácido esteárico.

As propriedades mecânicas dos compostos, obtidas através de testes de resistência à

tração e dureza shore, ficaram próximos à formulação padrão. Já para os testes reológicos

constatou-se que o óleo de soja teve desempenho satisfatório uma vez que seu G’ (módulo

de armazenamento) e Tan δ (fator de amortecimento) foi semelhante ao do composto

padrão. Os testes de densidade de ligações cruzadas (por inchamento em solvente) também

confirmaram que do óleo de soja obteve densidade de ligações cruzadas semelhantes ao

composto padrão. O composto de cana-de-açúcar (MDECR) evidenciou baixa reticulação

nos testes de inchamento e também alto módulo de perda viscosa (G"), quando

comparados aos valores do composto padrão. O composto contendo carga de trigo teve

ligeira inferioridade nos resultados de resistência à tração e dureza quando comparado ao

composto padrão, porém sem interferir significativamente na densidade de reticulações.



Palavras-chave: polímeros, elastômeros, borracha natural, aditivos naturais, fonte

renovável, reologia, inchamento, tração, dureza.
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Abstract



This work studies an alternative elastomeric formulations in order to replace some

widely used compounds (which are processing oils, fillers and zinc oxide) by using

components derived from renewable sources, such as soy, wheat and sugar cane. These

raw materials from natural sources were, respectively, soybean oil (which acts as a

plasticizer), filler (derived from cereals in place of CaCO3, an inert compound), and

finally, the zinc carboxylate (derived from sugar cane, replacing ZnO and stearic acid).

The mechanical properties of the compounds, obtained by tensile strength and shore

hardness tests, were close to the standard formulation’s properties. For the rheological tests it

was found that soybean oil had a satisfactory performance since their G' (storage modulus) and

Tan δ (damping factor) were similar to the standard compound’s. The crosslink’s density tests (for

swelling in solvent) have also confirmed that soybean oil obtained results similar to the standard

compound. The cane sugar compound (MDECR) showed low degree of reticulation in the



swelling tests and also high viscous loss modulus (G "), when compared to the values of

the standard compound. Compound containing load of wheat had slight inferiority in

results tensile strength and hardness when compared to standard composite, but not

significantly interfere with the crosslinking density.



Keywords: polymers, elastomers, natural rubber, natural additives, renewable

source, rheology, swelling, tensile, hardness.
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